CRITICAL ITEMS LIST CCIL)

SYSTEM: Theraml Protection Systom FUNCTIDHAL CRIT: 1
CESTSTEM: Intertank PHASE(S): b
REY & DATE: J, 12-19-%7 HAZARD REF: T.02
DCN & DATE:
AHALYSTS: E. Burkez/R. Louto
FAILUFE MCDE: Loss of SOF1 Material
FALURE EFFECT: ) Less of mission and wehiclelorew due to debris impatting Orbitar in eritical aress.
TIME 1O EFFECT: Seconds
FAILLRE TAUSECS): A Matarial Oeficiency

E: Procezs Deficiency
REDLAMOAMCY SEREZMS: Nat Applicalle

FMCTICMAL DESRIFTICN: This foom prevents iee formation during prelanch, and provides @ smooth feiring surface

on tha Intatrtank.

FMES [TEM FART N, PART NAME gir EFFECTIVITY
COGECEY
5.8.4.1 ECTIMNEL 24 TPE Clesewut - Cell A Stack 1 LT-54 & Up
BOETI0296E0 TPa Glotomrr (HFfeite 1 LNT=54 thru 62
[¥icwg BC & B3
RCQT102R4eL0 TS Clozewrt Offeite 1 LWT=563 & L
[Yiew BL & BM)
6.5 BOATTIIBL 4 102 Tmtertank Interfese Foam 1 LT-54 L Up
REMAAKT: The closss T SOFT apolicatiens are prouped ac the failure mode, causcs awd offects are the sxme.




ERITICAL ITEME LIST {CIL)
COWTIMUATION SHEET

SYETEM: Tnarmal Protectian System AEY & DATE: J, 121957
HESTSTEM: lntertenk OCH E DATE:Z
FHMER LTEM CODE[S): D.ELGT, BB
RATIOMALE FDR RETEMTIEM
3TF1505, 1518, 1525, 1552, 71535 and 8074 are applicabie to thess FREA |tem Coades. Soe Page 1 for
Reterition Rationale specified by these ETF's. The following additignal Retention Ratipngle is alsa
applicable to these FNEA {tem Crodes:
DESTGM:
Ha scdditioal Rebicrala for Retention is saplicable.
TEST:
The LH2fintartank Imterface Foam £5_&.5_1) e LOZ/Intertank Interfare Foam €5.6.%5.1% Bre certified.
keference ACE s WMC-ET-TMOB-L-TO0S, TS0, TS0o ond TS07; NCe weC-ET-TEQE-L-TO19 (5.6,4.1). Refer to the
HCELs) for effectivity data spplicable to specific part rumbers srd material type.
IWEPECTION :
Lareh Sfca;
A, B: Verify surfeze clesnlinesz (3O0PTIOERLLD0N.

FAILLRE HISTORY:

Current cats on teit failures, wesglained onomaliss erd other feilures sxpericrced during groond
processing activity can be fourd in the PRACA data base.




